
Australian Wool Testing Authority Ltd trading as AWTA Textile Testing
A .B .N .  43  006  014  106

26 Robertson Street, Kensington, Victoria 3031
PO. Box 240, North Melbourne. Victoria 3051
Phone (03) 9371 2126 Fax (03) 9371 2102

TEST REPORT

SAMPLE DESCRIPT ION C l i en t s  re f :  Accesso r i es
Extruded PVC Floor  cover ing
Co lou r :  b l ack
A p p r o x i m a t e  T h i c k n e s s :  L . 2  -  7 . O m m

M a t e r i a l  S p e c i f i c a t i o n  :
Nominal  Composi  t . ion:  PVC
N o m i n a l  D e n s i t y :  7 . 7 9 / m 3

A S I S O  9 2 3 9 . 1 - 2 0 0 3  R e a c t . i o n  t o  F i r e  T e s t . s  f o r  F l o o r i n g s
Part  1 Determinat ion of  the Burning Behaviour

us:-ng a Radiant ,  Heat  Source

CLTENT : ARMSTRONG WORLD INDUSTRIES
(AUSTRALIA)  PTY LTD
2 9 _ 3 9  M I L L S R O A D
B R A E S I D E  V I C  3 1 9 5

D a t e  o f  s a m p l e  a r r i v a l :  0 4 i A 6 i 2 A A 4
D a t e  t e s t e d :  2 2 / 0 6 / 2 0 0 4
R e s u l t s :

I
L e n g t h  l - 0 . 3
W r d t h  9 . 5

1 _ 2
Length 1-06
w i_d rh  110  9  5

Obse rva t i on :  T rans i t o r y  f l am ing
Me1 t ing
81  i  s  t e r i ng
Pene t ra t l on  o f  f l ame  th rough

TEST NUMBER z  1 -528549 -Cv
D A T E  :  0 5 / 0 7  / 2 0 0 4

Mean
kw/m2

9 . 6  k w / m 2

CHF Va lue
2 3

o A o 4

Smoke Value
3 Mean

9o min
81  95  eo  m in

to  subs t ra te

No te :  Samp le  was  cond i t i oned  i n  acco rdance  w i th  BSEN 13238 -2001  ac  a
tempera tu re  o f  23+ / -2deqC and  Re la t i ve  Humid i t y  o f  50+ / -5% fo r  a  m in imum o f
48  hou rs  p r i o r  t o  t es t i ng

Each specimen was adhered Lo a substrate of  6mm th ick f ibre re inforced
cemen t  boa rd  us ing  S -2K  concac t  Adhes i ve  and  c lamped  p r i o r  t o  t es t . i ng
f  C l  i  p n f  n r a n : r a d  : n d  q r r n n i  i a r l  f  h a  c n o a i m o n c \

e r r v  v y v v f  r r . e ] 1 e  /
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a i  A !s t ra  a I  l4 /oo  Tes t  nq  A! thon l !  L l r i

Copyr  qh l  A1,  F  qh ls  Rcscrved
This Laboratory is accredited by the Nat ional Associat ion ol  Test ing Authori t ies. Austral ia,  fol
- Chemical Testing ol Texti les & Related Products

. - Mechani€l Testing ol Texti les & Relaled Products
- Heat &Temperature Measurement

The ies ts repor tedhere inhavebeenper fo rmed inaccordancewi th i ts te rmsofaccred i ta t ion  Samples  and
lheir identitying descflptions have ben provided by the client unless otheMise stated AWTA Ltd makes no
war ran ty , imp l iedoro theMise ,as to thesourceof the tes tedsamples  Theabovetes t resu l ts re la teon ly to the
sampleorsamples tes ted  Th isdocumentsha l lno tbereproducedexcept in lu l landsha l lberenderedvo id i l
amended or altered This document, the names AWTA Textile Testing and AWTA Ltd may be used rn
advertising providing the contmt and format of the advertisement have ben approved In advance bV the
Managing Director ol AWTA Ltd

Accredatatron No 983
Accreditatron No. 985
Accreditation No 1356
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TEST REPORT
CLIENT : ARMSTRONG WORLD INDUSTRIES

(AUSTRALIA)  PTY LTD
29-39 MILLSROAD
B R A E S I D E  V I C  3 1 9 5

TEST NUMBER
DATE

7 -528549-CV

0 5 / 0 1  / 2 0 0 4

The test  resul ts  re late to the behaviour  of  the test  specimens of  a product
unde r  t he  pa r t i cu la r  cond i t i ons  o f  t he  t es t ,  t hey  a re  no t .  i n tended  to  be  the
so le  c r i t e r i on  f o r  assess ing  the  po ten t i a l  f i r e  haza rd  o f  t he  p roduc t  j - n  use

t357 45 a

0204lal01
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.  A  ,s t ra i ,an  Woo las t  nq  A! lh . j r  t ! '  I  1d

C o p y f ! i h t  A  B q h l s R e s e r v e d
This Laboratory rs accredrted by the Nat ional Associat ion ol  Test ing Authoi l t ies. Austral ia,  for
- Chemical Testi ng of Texti l es & Related Products
- Mechani€l Testing ol Texti les & Belated Producls
Heal & Temperature Measurement

The tests reported herein have been performed in accordance with its terms ol accreditation Samples, and
their identifying descriptions have btrn provided by the client unless otheryise stated AWTA Ltd makes no
watranty. rmplied or oiheruise, as to the source of the tesled samples. The above test results relate only to the
sample or samples tested. This document shall nol be reoroduced exceot in full and shall be rendered void i l
amended or altered. This doclmenl. the names AWTA Textile Testino and AWTA Ltd mav be used in
advertrsing providing the content and lormat ol  the advert isement have bren approved rn advance by the
Managing Director oIAWTA Ltd
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